
Optical properties of
deep ice at the South Pole: scattering

P. Buford Price and Lars Bergström

Recently, absorption and scattering at depths 800–1000 m in South Pole ice have been studied with
transit-time distributions of pulses from a variable-frequency laser sent between emitters and receivers
embedded in the ice. At 800–1000 m, scattering is independent of wavelength and the scattering centers
are air bubbles of size .. wavelength. At 1500–2000 m it is predicted that all bubbles will have
transformed into air-hydrate clathrate crystals and that scattering occurs primarily at dust grains, at
liquid acids concentrated along three-crystal boundaries, and at salt grains. Scattering on decorated
dislocations, at ice–ice boundaries, and at hydrate-ice boundaries will be of minor importance. Scat-
tering from liquid acids in veins at three-crystal boundaries goes as ;l21 to ;l22 and should show
essentially no depth dependence. Scattering from dust grains goes as ;l22 and should show peaks at
depths of ;1050, ;1750, and ;2200 m in South Pole ice. If marine salt grains remain undissolved, they
will scatter like insoluble dust grains. Refraction at ice–ice boundaries and at hydrate-ice boundaries is
manifested by a multitude of small-angle scatters, independent of wavelength. The largest contribution
to Rayleigh-like scattering is likely due to dislocations decorated discontinuously with impurities.
Freshly grown laboratory ice exhibits a large Rayleigh-like scattering that we attribute to the much
higher density of decorated dislocations than in glacial ice. © 1997 Optical Society of America
1. Introduction

AMANDA ~Antarctic Muon and Neutrino Detector
Array! is a U.S.–Germany–Sweden collaboration that
is constructing an expandable facility deep in the
South Pole ice cap to detect high-energy neutrinos
from astrophysical sources.1 A small fraction of
muon-type neutrinos passing through the Earth will
interact, converting into charged muons somewhere
in the ice or in the bedrock below the ice. The muons
typically have a range of a kilometer or more. Pho-
tomultiplier tubes ~PMT’s! embedded in the ice can
detect the faint Cherenkov light emitted by muons
passing through or near the AMANDA. If the ar-
rival times and amplitudes of Cherenkov photons are
recorded at many places in the ice volume, the direc-
tion of a muon track can be reconstructed. Electron-
type neutrinos will typically convert into electrons
that cause electromagnetic cascades whose light

P. B. Price is with the Department of Physics, University of
California at Berkeley, Berkeley, California 94720. L. Bergström
is with the Department of Physics, University of Stockholm, Box
6730, S-11346 Stockholm, Sweden.

Received 8 July 1996; revised manuscript received 14 January
1997.

0003-6935y97y184181-14$10.00y0
© 1997 Optical Society of America
emission pattern can be distinguished from that due
to muons.

The ultimate performance of the AMANDA de-
pends crucially on the optical properties of the ice.
With a pulsed laser technique, the AMANDA collab-
oration has succeeded in making in situ measure-
ments of the wavelength-dependent absorption and
scattering coefficients at depths 800–1000 m2,3 where
the first stage of the array was deployed during the
austral 1993–1994 summer. This stage consists of
four vertical strings each with 20 PMT’s spaced 10 m
apart vertically, the strings forming an 80° sector of
a circle of 30.4-m radius, with one string at the center
and three strings on the circumference.

The method for separately extracting values of
scattering and absorption lengths ls and la as a func-
tion of wavelength with the pulsed laser method, to-
gether with results on both scattering and
absorption, were reported in Refs. 2 and 3 and dis-
cussed in more detail in the accompanying paper.4
The reader is referred to Fig. 1 of Ref. 4 for a sketch
showing the geometry for the pulsed laser method.
In the present paper we frequently use the terms
scattering coefficient or turbidity, t [ 1yls, and ab-
sorption coefficient, a [ 1yla. Briefly, the method is
as follows: Frozen into the deep ice is a three-
dimensional array of light-collecting phototubes, near
each of which is a diffusing ball attached to an optical
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fiber that runs to the surface. In a laboratory on the
ice above the strings, one tunes a dye laser to any
desired wavelength between approximately 410 and
610 nm, sends a pulse down one of the optical fibers
that runs from the surface laboratory to a diffusing
ball, and records the distribution of arrival times at
any of the other PMT’s. For each such run, a spher-
ically symmetric pulse of monoenergetic photons
emitted from a point source in the ice at time t 5 0
and distance d 5 0 undergoes a three-dimensional
random walk with absorption, reaching a PMT at
distance d with a time distribution that fits the fol-
lowing expression for photon density as a function of
time:

u~d, t! 5
1

~4pkt!3y2 expS2
d2

4ktD expS2
cit
la
D . (1)

The diffusion constant k is equal to ciley3, where ci 5
cym 5 velocity of light in ice; m 5 the refractive index
of ice; effective scattering length le is related to ls as
le 5 lsy~1 2 ^cos u&!; and ^cos u&, the mean value of the
cosine of the scattering angle, takes into account the
details of the angular distribution of scattered pho-
tons. For Rayleigh scattering, ^cos u& 5 0; for
smooth, spherical bubbles, ^cos u& 5 0.75; for dust
from aerosols, ^cos u& is typically in the range 0.8 to
0.9.

The results for scattering showed that ice at 800–
1000-m depth is highly turbid, with effective scatter-
ing lengths le that increase monotonically from
approximately 40 cm at the shallowest depth to ap-
proximately 80 cm at the greatest depth.2,3 The
magnitudes and depth dependence of le were inter-
preted as due to residual air bubbles that slowly con-
vert to almost invisible air-hydrate crystals at a rate
that depends on depth, temperature, and time.5
With ^cos u& 5 0.75, the turbidity t [ 1yls decreases
from 0.1 to 0.05 cm21 with depth, as shown in Fig. 1.
In the present paper we discuss scattering that is due
to bubbles and other mechanisms that are expected to
become important at greater depths where bubbles
are absent.

In Refs. 2 and 3 la was measured at wavelengths
410–610 nm. The surprising result obtained was
that, at the shortest wavelengths, la is an order of
magnitude greater than had been reported in mea-
surements of ice grown in the laboratory.6 At the
shortest wavelengths, la was found to decrease with
depth, a result that we attribute to absorption by
dust, the concentration of which is predicted7 to in-
crease with depth from ;900–1000 m and to reach a
maximum at ;1050 m, corresponding to the time of
the Last Glacial Maximum. These results are inter-
preted in detail in Ref. 4, which gives a fuller discus-
sion of the process of photon diffusion with
absorption.

2. Scattering by Air Bubbles

Figure 1 shows our recent measurements of turbidity
t 5 1yls at depths 820–980 m. If scattering by bub-
bles dominates, t 5 nbubsbub, where nbub 5 bubble
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concentration and sbub 5 cross-sectional area prbub
2.

A straight line fitted to the data would lead to the
prediction that the contribution of bubbles to scatter-
ing would go to 0 at a depth of ;1150 m. There is, of
course, no physical justification for the assumption
that the product nbub rbub

2 goes linearly to 0 with
depth. The rate of decrease of t with depth is gov-
erned by the rate of conversion of bubbles into crys-
tals of air hydrate,5 a solid phase with a refractive
index almost identical to that of normal ice and thus
almost invisible. The weak scattering by air-
hydrate crystals is discussed in Section 4. The
model for the conversion rate5 was able to fit data on
air bubble sizes and concentrations in ice cores from
both Byrd Station and Vostok, and the precise depen-
dence of tbub on depth was predicted for South Pole
ice with use of data in Ref. 2 for normalization. The
curve in Fig. 1 was derived in Ref. 5. The model
predicts that ls, due to bubbles, exceeds 10 m at a
depth of 1400 m and exceeds 100 m at a depth of
1520 m. On this basis it was decided to deploy the
next set of AMANDA PMT’s at depths greater than
1500 m.

In the remainder of this paper we discuss all the
other contributions to scattering, which at depths to
1000 m are swamped by the contribution of bubbles
but which are expected to be significant at depths
below ;1400 m, where lbub . 10 m. For each case
we summarize the results in Table 1.

3. Thermal ~Rayleigh 1 Brillouin! Scattering in Pure,
Defect-Free Media

The Einstein–Cabannes expression for the turbidity
that is due to thermal scattering in isotropic media
includes both isobaric and adiabatic density fluctua-
tions and takes into account the partial depolariza-

Fig. 1. Turbidity ~t 5 1yls! as function of depth in South Pole ice
for all wavelengths from 410–610 nm. Each point is a weighted
mean of all measurements at that depth. The two parameters in
the theory5 are n0, the initial number density of bubbles, and a0,
the bubble radius at which conversion to the air-hydrate phase
begins. Note that although the curve appears to be close to a
straight line, it is concave and predicts a slower rate of disappear-
ance of bubbles with depth than does a straight line extrapolation.



Table 1. Contributions to Turbidity of Ice at 436 nm and at depth >1500 m at the South Pole

Scattering Center
Modeled t

~cm21!
Plausible Values of

Parameters
Typical t
~cm21!

Wavelength
Dependence Depth Dependence

Air bubbles See Ref. 5 See Ref. 5 0.1 ~800 m!; 1024

~1520 m!
None Very strong5

Intrinsic Rayleigh
scattering

8 3 1026 pure H2O 8 3 1026 l24 None

Air-hydrate crystals See Section 4 drms 5 1° Very small None Constant at .1.4 km
Ice–ice boundaries See Section 5 drms 5 0.12° Very small None Slow increase
Vacancies 1 interstitials 5 3 10227 npt npt # 1016 cm23 ,5 3 10211 l24 None
Point impurities 1 3 10227 nimp nimp , 1015 cm23 ,10212 l24 None
Impurity clusters ,10227 nimp ncl ncl ' 104a ,1028 l24 None
Bare edge dislocations 4 3 10213 ndisl ndisl ' 104 cm22 4 3 1029 l21 None
Bare screw dislocations 5 3 10215 ndisl ndisl ' 104 cm22 5 3 10211 l21 None
Decorated dislocations See Eq. ~12! 107 atomsybead;

104 beadsycm
3 3 1025 l24 None

Acid in veins See Eq. ~17! av ' 0.7 mm; fa 5 1 1.4 3 1023 ~at all
depths!

l21 to l22 None

Undissolved salt 3 3 1025 fs csalt fs 5 1 0.001 ~,0.9 km!;
0.0033 ~1.7 km!

l21 to l22 Weak decrease with
depth

Insoluble dust grains 3 3 1025 cdust 15 ngyg ~0.9 km!;
280 ngyg ~1.7 km!

0.0004 ~,0.9 km!;
0.0084 ~1.7 km!

l22 Peaks at depths
1, 1.7, 2.4 km

a ncl 5 number of atoms per cluster.
tion of light scattered by nonspherical molecules:

t 5
8p3

3l4 Sr
]ε
]rDT 2bT kTCt , (2)

where ε 5 dielectric constant, bT 5 isothermal com-
pressibility, r 5 density, and the Cabannes depolar-
ization factor8 Ct is ~6 1 3Du!y~6 2 7Du!, with an
optical anisotropy of scattering molecules given by

Du 5

~p11 2 p12!
2

c11 2 c12
1

~p11 2 p12!
2

c11

~p11 2 p12!
2

c11 2 c12
1 4

p12
2

c11

. (3)
The pij and cij are photoelastic and elastic constants,
respectively. ~Du can be determined experimentally
by measuring the polarization of an initially unpolar-
ized beam.! Entropy fluctuations give rise to the
quasi-elastic Rayleigh central line, and pressure fluc-
tuations give rise to acoustic waves and to the Bril-
louin satellite lines. The ratio tRy2tB is equal to
~cPycV 2 1! 5 bTybS 2 1 for isotropic, defect-free
media. For gases, liquids, and amorphous solids,
Eq. ~2! can be approximated by

t1 5
32p3

3l4 Sm
s

]m
]TD p2bT kTCt <

8p3

3l4 ~m2 2 1!2bT kTCt ,

(4)

where s 5 volume expansion coefficient. Table 2
compares measured and calculated values of turbid-
Table 2. Thermal ~Rayleigh 1 Brillouin! Scattering in Defect-Free Media at l 5 436 nm
~units are 1026 cm21!

Type Material tmeas t1
a t2

b Ct

Gases Air 0.3 0.32 — 1.05
CO2 0.79 0.78 — 1.13

Liquids and
amorphous solids

Fresh water 40 34 — 1.34

Seawater 52 45 — 1.34
Silica fiber 40c 4.4 — 1.26
Benzene 600 330 — 2.37

Crystals NaCl 2.3 7.5 7.5 1.03
Quartz 2 6.3 11.6 1.26
Ice 8d 7.3 23 1.3
Diamond 8 17 8.3 3.6

a t1 calculated with Eq. ~4!.
b t2 calculated with Eq. ~5!.
c The anomalously high value is due to fluctuations frozen-in at glass transition temperature.
d Measured at ;270 K; at 222 K at the South Pole, t would be ;6.6 3 1026 cm21.
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ity due to thermal scattering for ice and a number of
other media. Column 4 gives values of t1 calculated
with Eq. ~4!. The only published measurement of
Rayleigh scattering in ice is that of Raman.9 The
other measurements are from Refs. 10 and 8. In all
cases of interest to us, the intensity of Raman scat-
tering is small ~,20%! relative to Rayleigh 1 Bril-
louin scattering.

Scattering of light in crystals is not as straightfor-
ward as in amorphous media. In fact, the study of
light scattering in crystals is a tool of solid-state phys-
ics that has occupied physicists for most of this cen-
tury. The expressions for turbidity that is due to
Rayleigh and Brillouin scattering depend on the po-
larization and directions of incidence and scattering
of the light with respect to the crystal axes and are
functions of pij and cij. Approximating a polycrys-
talline solid as an isotropic solid, one can combine the
expressions for Rayleigh and Brillouin scattering of
unpolarized light, replacing the elastic constants by
isothermal and adiabatic compressibilities10:

t2 5
8p3

27l4 m8kT @bT~p11 1 2p12!
2 1 9bS p12

2#Ct . (5)

Column 5 of Table 2 gives values of t2 for crystalline
solids. Because photoelastic constants have not
been measured for ice, and because their values are
correlated with the refractive index, we use values of
the photoelastic constants for water,11 which has
nearly the same refractive index as ice. The wave-
length dependence of the refractive index for ice,

m 5 1.2956S l

700 nmD20.021735

(6)

in the interval 200 # l # 700 nm, changes the overall
dependence of turbidity on wavelength for ice only
from l24 to ;l24.17.

An intriguing and diagnostically useful aspect of
light scattering is its sensitivity to the nature and
concentration of defects in crystalline solids, a subject
that we discuss in Section 6. Landsberg12 showed
that one could, to a large extent, distinguish defect
scattering from intrinsic thermal scattering by ex-
ploiting the facts that the central Rayleigh-scattering
line in a crystal containing defects is intensified ~for
most types of defects!, whereas the Brillouin side-
bands are not. After surveying a large number of
samples of many crystal types, he found a few spec-
imens of NaCl, diamond, and quartz with negligible
defect scattering. His measurements of intensity for
specific directions of incident and scattered light in
those single-crystal specimens agreed with values
calculated from theoretical expressions for the corre-
sponding directions to within 3 to 30%. The reader
is referred to Ref. 8 for a thorough discussion of those
early Russian experiments and comparison of data
with theory.

Comparison of columns 3, 4, and 5 in Table 2 indi-
cates that the simple expression for t1 agrees quite
well with measurements for gases, not quite as well
4184 APPLIED OPTICS y Vol. 36, No. 18 y 20 June 1997
for liquids, and only within a factor of ;3 for crystal-
line solids. For the latter, the agreement is no better
when the expression for t2 is used. For crystals,
neither the measurements in column 3 nor the ex-
pressions for t1 and t2 include the subtleties and
corrections taken into account by Landsberg.

Table 1 summarizes our estimates of the contribu-
tions at l 5 436 nm of various processes to scattering
in bubble-free South Pole ice. These processes are
discussed in detail in later sections. We chose 436
nm as the reference wavelength because, before the
advent of lasers, most measurements were made with
a low-pressure mercury lamp, for which the 435.8-nm
line was chosen because of its narrowness.

We conclude this section by pointing out, in con-
nection with the relative merits of fresh water, ocean
water, and ice as media for imaging Cherenkov light
from muons and electrons, that thermal scattering in
ice at 250 °C is approximately one sixth as great as
in defect-free fresh water at 20 °C and approximately
one eighth as great as in seawater at 4 °C. This
stems from the fact that ice is crystalline whereas
water is a liquid, as a consequence of which water
exhibits greater density fluctuations than does ice.
Thermal scattering in ice is reduced because the ox-
ygen atoms occupy a lattice. Disorder in the posi-
tions of the hydrogen atoms around the oxygens leads
to ice having greater thermal scattering than fully
ordered crystals such as NaCl.

4. Scattering by Air Hydrates

At depths z . 400 m at South Pole temperature
~250 °C at that depth!, air bubbles in ice become
unstable against transformation into a two-phase
system consisting of isolated air-hydrate crystals
with a cubic crystal structure immersed in a poly-
crystalline ice matrix with the hexagonal structure.
At the wall of an air bubble, the air hydrate grows as
a spherical shell that thickens as water molecules
diffuse from the surrounding ice through the shell to
react with air molecules. For a long time it was not
understood why air bubbles and air-hydrate crystals
coexisted in Antarctic ice over a depth interval of
many hundreds of meters. It was shown recently
that the rate of conversion from bubbles to air-
hydrate crystals is limited not by the nucleation rate
of the new phase but by the slow diffusion rate of
water through solid air hydrate.5 In Ref. 5 the depth
dependence of air bubble concentration and the depth
dependence of ls were modeled with laboratory ob-
servations of the rate of diffusion-driven conversion of
bubbles into the stable air-hydrate crystal phase.
The dependence of age and temperature on depth in
the ice was taken into account. The model fits the
available data on bubbles in cores from Vostok and
Byrd Station, explains why bubbles and air-hydrate
crystals coexist in deep ice over a range of depths as
great as z 5 0.8 km, and predicts that, at z . 1.4 km
in South Pole ice, the contribution of bubbles to ls is
negligible compared with other types of scattering.

Air-hydrate crystals are not completely invisible in



ice; their refractive index relative to hexagonal ice
has been measured recently to be 1.0040 6 0.00068.13

Multiple small-angle scattering at boundaries be-
tween normal ice and air-hydrate crystals will de-
grade images of distant objects seen in deep ice and
will limit the performance of AMANDA if the photo-
multipliers are placed too far apart. Here we briefly
summarize the results of our work in collaboration
with Price et al.,14 in which the trajectories of photons
emitted at the Cherenkov angle along the trajectory
of a muon were followed as they scattered at bound-
aries between normal ice and air-hydrate crystals.

From data of Uchida et al.,15 who studied air-
hydrate crystals in the deep ice core from the Vostok
station, we estimated the mean free path ls between
air-hydrate crystals. Taking the mean volume con-
centration to be Va–h 5 5 3 1024 cm3ycm3, indepen-
dent of depth, and assuming spherical shapes and a
rms radius of 50 mm, we infer a mean free path ls 5
13 cm for air hydrates in South Pole ice. Integrating
over impact parameters, we obtain a rms scattering
angle drms 5 1° for one encounter. This result is not
sensitive to the shape of the clathrate. Although the
distribution of single scatters is strongly non-
Gaussian, after ;102 scatters the distribution is
closely Gaussian, with the angular standard deviation

sd 5 drms~L0yls!
1y2, (7)

where L0 is the distance along the Cherenkov angle to
the muon track. The distribution of transverse dis-
placements is also nearly Gaussian, with the stan-
dard deviation in displacement

sd 5 drms~L0yls!
3y2lsyÎ3. (8)

For L0 5 25 m we estimate sd ' 13° and sd ' 3.3 m.
We calculated the timing dispersion due to photons

that are emitted from all points along a muon’s tra-
jectory and that scatter into a PMT. Absorption pre-
vents the integral from diverging. The distribution
of arrival times has a sharp peak that is due to pho-
tons emitted from the part of the muon track near the
Cherenkov angle and a weak but broad component
that is due to photons coming from the muon track far
upstream.

For a muon passing close to one of the PMT’s, one
finds that the angular error is

Da <
tan uC

tan2uC 1 1
cDt
mL0

. (9)

For la 5 300 m, we find that even for a long distance
such as L0 5 50 m, the fraction of photons scattered
more than 1° is only around 6%, and the associated
time delay is 8 ns, which is acceptably small.

The fraction of photons giving pointing errors
larger than 1° is considerably less than would be
expected from a Gaussian distribution of pointing
errors with sa 5 1° per PMT ~namely, 0.32!. The
conclusion is that the air-hydrate crystals by them-
selves do not cause severe problems for AMANDA.
As seen in Section 7, the effects of scattering by aero-
sols deposited into the ice pose a more serious problem.

5. Refraction ~scattering! at Planar Interfaces between
Two Ice Crystals

Ice has a hexagonal crystal structure and is birefrin-
gent. The ratio of refractive indices parallel to and
perpendicular to the c axis is 1.0011 throughout the
visible region.16 In the worst case of an isotropic
distribution of c axes of ice crystals, the average ratio
of refractive indices across an interface would be
1.0005. The number of scatters is L0yD for a mea-
surement distance L0 and a mean crystal size D.
For a depth of 1.5 km we assume D 5 0.4 cm, the
same as measured in the Vostok ice core at the same
depth.17 For an average ratio 5 1.0005, the rms
scattering angle per encounter drms 5 0.15 degree.
Fortunately, the c axes are not usually isotropically
distributed. In response to stress, the c axes rotate
as the ice deforms in response to gravity. Exploiting
recent results of Alley et al.,18 who measured the
distributions of angles between adjacent grains at
various depths in the Byrd Station ice core, we as-
sume a mean angle of 39°, from which we infer an
average refractive index ratio ' 1.0004. This leads
to drms 5 0.12 degree. For L0 5 25 m, there would be
6250 scatters, a net deflection of ;10° and a trans-
verse displacement of ;2.4 m. Thus the net small-
angle scattering due to birefringence of ice is
comparable to that due to air-hydrate crystals.

6. Scattering from Defects in Crystals

A. Isolated Point Defects ~vacancies and impurity atoms!

Point defects increase the intensity of the Rayleigh
line but do not affect the Brillouin sidebands.19 For
individual point defects, scattering goes as l24 and
depends on the change in electronic polarizability at
a defect site, the elastic strain field around the defect
that is due to size mismatch, the strain field that is
due to the effective charge on the defect,20 and the
concentration of defects. Fredericks et al.,19 were
the first to demonstrate the linear dependence of tur-
bidity on concentration of point defects in a crystal.
They grew KBr crystals doped with various concen-
trations of calcium and found that, in crystals
quenched to avoid precipitation of Ca, the turbidity
increased as 5.9 3 1027 cm21 per 1019 Ca21 ions per
cm3 ~at 488 nm!.

The results of Fredericks et al. for quenched crys-
tals are roughly consistent with the theory of Arora et
al.,20 who calculated values of turbidity due to vacan-
cies, point impurities, and point impurity–vacancy
complexes that depended on their polarizabilities and
fell in the range

tpt < ~1 to 60! 3 10227 cm2 3 npt~cm23!~436yl!4. (10)

In ice at 210 °C the densities of vacancies21 and
self-interstitials22 are ;1012 cm23 and ;1016 cm23,
respectively. Dissolved ions of acids and salts are
present in South Pole ice at concentration ;1014 to
20 June 1997 y Vol. 36, No. 18 y APPLIED OPTICS 4185



1015 cm23.14 Their role is negligible unless they ag-
gregate into clusters or veins, the consequences of
which we discuss in Subsection 6.D. In laboratory
ice6,23,24 the impurity concentration, though not mea-
sured, was probably higher by 1 or more orders of
magnitude.

By far the dominant impurity in ice at the South
Pole is ;1019 molecules cm23 of atmospheric gases.
We have seen that at shallow depths these gases
are concentrated in bubbles and at great depths
they are enclathrated in air-hydrate crystals. At
great depths the residual concentration of such
gases as isolated molecular impurities in solution in
the ice must be considerably less than 1019 cm23

since the volume in air-hydrate crystals accounts
roughly for all of the gas.15 Applying the theory of
Arora et al.20 to ice, we find that 1019 cm23 of isolated
gas molecules in the lattice increase scattering by less
than 1%.

B. Precipitation of Point Defects into Clusters

In crystals the solubility of impurities is usually low
at room temperature but increases rapidly with tem-
perature. To take impurities into solution, one has
to heat the crystal to dissolve them and then quench
the crystal to a temperature low enough to immobi-
lize them. During the 1950’s a number of studies
showed that the turbidity of ionic crystals was typi-
cally an order of magnitude greater than that due to
thermal scattering in a perfect crystal. Theimer and
Plint25 showed that the concentration of individual
point defects is generally far too low to account for the
excess scattering. They pointed out that the turbid-
ity would greatly increase if the distribution of de-
fects were able to precipitate into clusters.
Approximating clusters as spheres with radii a small
enough for Rayleigh scattering to be valid ~q [ 2payl
,, 1!, one can show that the turbidity increases as
Vcl

2ncl, where Vcl 5 volume of cluster and ncl 5 num-
ber density of clusters. This means that, for a fixed
concentration of impurities, turbidity is proportional
to the volume of a cluster or to the number of impu-
rity atoms per cluster ncl. This increase in turbidity
was demonstrated beautifully by Fredericks et al.,19

who showed that if KBr crystals doped with 400 parts
in 106 of Ca were slowly cooled so as to precipitate Ca
clusters, the turbidity was approximately 1600 times
greater than if they were quenched so as to maintain
the Ca atoms in solution.

Arora et al.26 used light scattering to study the
formation of precipitates in NaCl doped with 400
parts in 106 of Pb21. They measured turbidities to
;105 times greater than in high-purity NaCl and pre-
sented evidence that precipitation of excess Pb could
occur both homogeneously and along dislocations.

C. Bare Dislocation Lines

Sahoo et al.27 derived expressions for the turbidity
due to bare ~undecorated! dislocation lines and
showed that the main contribution is the elastic
strain field, which leads to a value independent of
temperature and inversely proportional to wave-
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length. They estimated values of turbidity

tdisl < ~4 to 20! 3 10213 3 ndisl~cm22!~436 nmyl! (11)

for a variety of crystal types, where ndisl 5 number of
dislocation lines cm22. Applying their expressions
to ice, we estimate tdisl ' 4 3 10213 ndisl at l 5 436
nm for edge dislocations and ;5 3 10215 ndisl for
screw dislocations.

Measurements of ndisl for ice, using x-ray topogra-
phy, gave values of ;104 lines cm22 ~Ref. 28! for
single crystals from the Mendenhall Glacier, some-
what lower values for large zone-refined, nearly per-
fect single crystals,29 and higher values 105 to 5 3 105

lines cm22 for samples of polycrystalline ice grown
under laboratory conditions.30 We take as reason-
able estimates that ndisl ' 104 in both South Pole ice
and Mendenhall Glacier ice and that the polycrystal-
line laboratory-grown ice on which previous absorp-
tion measurements were made6,24 has ndisl ' few 3
105 lines cm22. ~It is reasonable that the dislocation
density should be low in well-annealed and aged crys-
tals such as found in glacial ice and should be high in
freshly grown polycrystalline ice.! We then estimate
that tedge ' 4 3 1029 ~436yl! cm21 for edge disloca-
tions in South Pole ice and '1027 ~436yl! cm21 for
laboratory ice. The contribution to turbidity that is
due to the elastic strain field around dislocations is
thus negligible, even for laboratory ice. Moreover, it
has the wrong wavelength dependence.

D. Precipitation of Impurities onto Dislocations: Beads
on a String

Despite the fact that the intensity of light scattered
by the strain fields of dislocations is very faint, dis-
location lines in crystals ~including ice31! with favor-
able values of the photoelastic constants have been
imaged by means of either birefringence topography
or light-scattering topography.32 Kataoka et al.33

showed that the intensity of scattered light increases
by a factor of more than 103 if the dislocations are
decorated with precipitated impurity atoms. The
strain field around an edge dislocation, being tensile
along one side of the axis, is much more favorable for
decoration than the torsional strain field around a
screw dislocation. There is now a vast literature34

on optical imaging of decorated dislocations in almost
every type of transparent crystal as well as in semi-
conductors.

If the binding energy of solute atoms in the precip-
itate exceeds their binding energy in the dislocation
core, decoration will take the form of beads on a string
rather than of a uniform cylinder. In most crystals
the decoration has been found by imaging techniques
to be in discontinuous beads.34 This leads to a l24

dependence of t and a Rayleigh-type angular distri-
bution ~1 1 cos2 u!, whereas a dislocation with con-
tinuous decoration and length ..l would scatter as
;l23 to ;l22, depending on the diameter of the dec-
orated cylinder, and with a forward-peaked angular
distribution ~see Ref. 35 and Subsection 6.D!. In
calculating the turbidity tdecor due to decorated dis-



locations, we assume the number of atomsybead 5 h
5 107 and the number of beadsycm of dislocation 5 z
5 104 cm21, based on direct transmission electron
microscope observations of decorated dislocations in
MgO.36 The total length of dislocation lines per cm3

5 Ldisl ' 3 ndisl, assuming isotropic three-
dimensional networks. Ignoring the contribution of
dislocation strain fields and adding the contributions
of individual beads, we obtain

tdecor~cm21! 5 1 3 10227Ldislh
2z~436yl!4

5 3 3 10227ndislh
2z~436yl!4. (12)

E. Contamination of Some Absorption Spectra by
Scattering from Defects

Figure 2 provides evidence that, near the minima in
the absorption spectra of a number of transparent
solids, the light is attenuated primarily by scattering
from defects rather than by absorption. The absorp-
tion spectra of laboratory ice6,23,24 and of South Pole
ice2,3 in and near the visible region are compared with
spectra of LiF,37 diamond,38 and BaTiO3.39 To guide
the eye, we have fitted l24 lines to the data at ;200
to 600 nm for these solids. We believe that the ev-
idence for Rayleigh-type scattering in all but the
South Pole ice is convincing.

In the case of LiF, a l24 line fits the data between
100 and 500 nm quite well over approximately 3 orders
of magnitude of apparent absorption. A quantitative
fit is achieved if the turbidity is a factor ;103 greater
than due to thermal scattering. At a defect concen-
tration of 30 parts in 106, the average size of isolated
clusters would have to be ;4 3 106 atoms, which is

Fig. 2. Absorption spectra for ice and three other highly trans-
parent solids. For the AMANDA data on South Pole ice the
method was able to exclude the contribution of scattering to light
attenuation. For the data on laboratory ice,6,23,24 LiF,37 dia-
mond,38 and BaTiO3,39 the data are contaminated by scattering.
This is evidenced by a truncation of the deep minimum by a line
with a l24 dependence.
unreasonably high. However, using Eq. ~12! with Ld-

isl 5 5 3 106 cm cm23, one can see that decorated
dislocations account for the observed turbidity.

For both diamond and BaTiO3 the abrupt change
from a steeply falling Urbach tail to a l24 behavior,
as shown by the lines through the data, is quite
strong evidence for Rayleigh scattering from defects
with dimensions much smaller than a wavelength.
~For diamond, the defects turn out to be dislocation
loops and nitrogen platelets; for BaTiO3 they are
nanoscale ferroelectric and ferroelastic domains.! A
detailed discussion of scattering from specific
nanoscale defects in transparent solids can be found
in another paper.40

With all these data in mind, it seems to us compel-
ling that scattering from precipitated defects ac-
counts for the l24 line through the data in Fig. 2 for
laboratory ice at wavelengths between 200 and 500
nm. A factor ;102 increase above thermal scatter-
ing is needed. The strain fields of undecorated dis-
locations cannot account for the scattering because
their contribution goes as l21. Also, solid decorated
cylinders do not give a good fit, because the depen-
dence goes as ;l22. We therefore apply Eq. ~12!,
which gives the turbidity that is due to dislocations
decorated with discontinuous beads. Direct proof of
the beads-on-string structure does not yet exist, be-
cause observations of dislocations in ice made with
optical and x-ray topographic imaging do not have the
resolution to detect a bead structure, and transmis-
sion electron microscopy has not been done on ice.
However, we obtain a satisfactory fit to the data for
laboratory ice6,24 if we use Ldisl 5 4 3 105 cm cm23,
which is quite consistent with values observed in
polycrystalline samples grown in the laboratory.31

Because of the ability of the pulsed laser technique
to distinguish scattering from absorption, there
would be no reason to encounter a segment showing
a l24 dependence in future data for South Pole ice.
However, if samples of it ever were to be studied with
conventional laboratory techniques, a l24 line would
probably show up. If so, we predict that such a line
would appear at a level a factor 10 to 102 lower than
for freshly grown ice because of its much lower dis-
location density, as discussed in Subsection 6.C.

7. Scattering from Aerosol Particles Precipitated into
South Pole Ice

A. Insoluble ~Mineral! Dust Grains

An important contribution to scattering at depths
.1450 m, where bubbles no longer contribute because
they have completed the phase transition to air-
hydrate crystals, is the presence of micrometer and
submicrometer size grains deposited as aerosol nuclei.
The concentrations of insoluble mineral grains, of salts
of marine origin, and of acids ~mainly sulfuric acid!
have been studied as a function of depth in both a
2083-m Vostok core40 and a 349-m South Pole core.42

Figure 3 gives histograms based on data in Table 2 of
Ref. 41, showing the results in the three categories for
the Vostok core, coarsely divided into average values
20 June 1997 y Vol. 36, No. 18 y APPLIED OPTICS 4187



for eight time epochs. The concentrations in the shal-
low South Pole core are about half as great as in shal-
low parts of the Vostok core.43 We use this factor 0.5
to scale data from Vostok to the South Pole.

Consider first the top histogram in Fig. 3, which
shows large variations of the insoluble dust concen-
tration with depth due to a correlation of the dust
content of the atmosphere with global temperature.
In addition to the coarse distribution in the upper
histogram, we can also apply the higher-resolution
stratigraphic data on dust obtained at Vostok44 to the
South Pole by employing a model of age versus depth
developed in Ref. 7 for South Pole ice. This is illus-
trated in Fig. 4. The graph at the bottom of this
figure shows for Vostok the concentration of insoluble
dust as a function of age. The graph at the top gives
the depth in South Pole ice inferred by use of the age
versus depth model in Ref. 7 to convert the Vostok
age scale at the bottom of the figure to depth. The
three data points in the top graph show the values of
absorption coefficient a measured with the pulsed
laser method at a wavelength of 410 nm in three
depth intervals.3 The increase in a with depth is
attributed to an increase in dust concentration with
depth. The good correlation of the depth depen-
dence of a in the top graph ~limited though the data
may be! and the dust concentration in Vostok ice
suggests that the age model for South Pole ice is
satisfactory at least for the first 1000 m. Based on
the Vostok data and our age model for South Pole ice,
we expect additional broad peaks in the absorption due
to dust to show up at depths of ;1700 and ;2430 m.

We now discuss ways to estimate tdust in South
Pole ice. In Ref. 4 we developed a model with which
to estimate tdust, and we briefly review it here. We

Fig. 3. Concentrations of insoluble mineral grains, marine salts,
and liquid acids grouped in eight time epochs. Data are from the
2083-m deep Vostok core.41 The error bars are a measure of the
variations within each of the eight segments of the core.
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used AMANDA measurements of absorption as a
function of wavelength and depth to derive the con-
tribution of dust to absorption at depths 800 to
1000 m. We represented the intrinsic absorption in
dust-free ice in the red and near-IR by an exponen-
tial: aint~cm21! 5 1yla 5 81 exp~l0yl!, with l0 5 6.7
mm, which gives an excellent fit to the data for labo-
ratory ice at wavelengths ;600 to ;1200 nm. We
assumed that the depth-dependent deviation from a
pure exponential seen in the AMANDA data is due to
an additive contribution of dust. Thus total absorp-
tion 5 intrinsic absorption 1 a depth-dependent con-
tribution due to dust: atot~l! 5 aint~l! 1 adust~z, l!,
with adust~l, z! 5 cdust~z! 3 sdust~l!, where cdust 5
volume concentration of dust in ice. This implicitly
assumes that the size distribution and nature of solid
impurities are independent of depth and only the
concentration changes. We concluded that adust de-
creases with wavelength and increases with depth in
the interval 800 # z # 1000 m, with typical values
being ;~3.5 to 5! 3 1025 cm21, corresponding to
1ytdust ' 200 to 300 m. We found the ratio of values
of cdust at 970 and 830 m to be ;1.4, and the ratio of
adust at the two depths also to be ;1.4, independent
of wavelength. The wavelength dependence of adust
for the ice is not inconsistent with values obtained by
Lindberg and Laude45 for atmospheric dust at vari-
ous locations. In the interval ;300 to ;700 nm, the
Lindberg and Laude data fit quite well a dependence
adust } l22. According to the Mie theory, the wave-
length dependence weakens as the mean size of the
dust distribution increases. For particles in the
ocean, for example, the wavelength dependence is
quite variable. In Table 1 we list for ice the depen-
dence l22 as our best estimate.

To estimate tdust as a function of depth, we combine
Mie-scattering theory with information about the size

Fig. 4. Comparison of depth dependence of dust concentration
measured in Vostok ice core samples with dust absorption coeffi-
cient adust inferred in South Pole ice from pulsed laser measure-
ments. The bottom graph shows insoluble dust concentration in
Vostok ice core samples as a function of age of the ice.44 Using a
model of age versus depth,7 the corresponding scale in terms of
depth at the South Pole is shown in the top graph, together with
values of adust measured at depths of 830, 900, and 970 m.3



distribution and mineral type of the dust, using the
two approaches discussed below.

1. Analogy to Other Ice Cores
Royer et al.46 have analyzed dust in ice cores from
Dome C, using a scanning electron microscope to ob-
tain number versus radius distribution, using a
Coulter counter to obtain the volume distribution,
and using laser nephelometry to obtain the angular
distribution of light scattered from insoluble dust
suspended in a melted ice sample. A disadvantage
of all three methods is that melting the ice destroys
information about scattering from salt and acids.
Although all three methods have their weaknesses,
Royer et al. were able to arrive at a consistent picture
of the dust content as obeying a log normal distribu-
tion with a modal radius of 0.25 mm for the number-
to-log radius size distribution. Using this size
distribution and applying Mie theory, they fitted the
angular distribution of scattered light reasonably
well. A useful parameter characterizing the angu-
lar distribution is ^cos u&, which they found to be ;0.9.
We independently calculated ^cos u& 5 0.92 for their
angular distribution. They derived values of tdust 5
3.5 3 1024 cm21 for samples from shallow depths
~corresponding to the Holocene period!, 1023 cm21 for
samples at the Last Glacial Maximum, and 5 3 1024

cm21 for samples with an age of 3 3 104 yr. Scaling
from Dome C to the South Pole7 would reduce their
values of tdust by a factor of ;2.5, from which we
obtain the estimate

tdust 5 1.4 3 1024@cdust~rdustyrice!y15 ngyg#, (13)

where rdustyrice 5 the ratio of mass densities of an
average mineral dust grain and of ice.

2. Evidence from South Pole Core and Aerosol
Data
The second approach uses data shown in Fig. 5 on the
size distribution of South Pole dust as input to our
own Mie-scattering calculation. In Fig. 5, the data
from Mosley-Thompson47 and Gayley and Ram48

were obtained by analyzing insoluble dust in ice cores
taken at the South Pole at depths 100 to 349 m. The
data from Parungo et al.49 are one of a number of
measurements she and other coworkers made of
aerosol particles collected in the air above the South
Pole.49,50 The particles she observed included ma-
rine salt grains and acid droplets, neither of which
would have been detected by Gayley and Ram or
Mosley-Thompson. In Fig. 5 we chose Parungo’s
distribution with the smallest modal radius, ;0.04
mm, and we multiplied the concentrations of the air-
borne aerosols in each radius interval by a constant
factor 2000 to normalize them to the concentrations
in ice. A consequence of this much smaller modal
radius than the one reported for Dome C is that the
angular distribution is more isotropic, with ^cos u& 5
0.7 for l 5 500 nm and ;0.74 for 350 nm, instead of
the value 0.92 obtained for Dome C.

The result of our calculation for a log normal size
distribution with modal radius 5 0.04 mm is that the
dependence of tdust on concentration of insoluble dust
can be expressed as

tdust 5 4.5 3 1024@cdust~rdustyrice!y15 ngyg#. (14)

This is a more pessimistic estimate than the one
based on the Dome C data @Eq. ~13!#. Both tdust and
^cos u& are sensitive to the size distribution. The
smaller the modal radius, the more closely the scat-
tering approaches the Rayleigh regime, for which ^cos
u& 5 0, and the more is the effective scattering per
unit mass. The modal radius that fits the insoluble
dust at Vostok is 0.3 mm.51 One can see from Fig. 5
that, if we were to ignore the aerosol data in fitting a
log normal to the dust size measurements in Fig. 5,
the modal radius would increase to ;0.1 mm, which is
closer to the values 0.25 to 0.3 mm reported for Dome
C and Vostok. There are three reasons for not
weighting the South Pole aerosol data as strongly as
the core data: The efficiency for precipitation of the
aerosols to the surface may be a function of size; the
marine salt grains and acid droplets that comprise a
large fraction of the aerosols tend to have smaller
sizes than the insoluble mineral grains; and the data
of Parungo et al.50 show that there is considerable
seasonable variability in the modal radius of aerosol
distributions, ranging from 0.04 to ;0.2 mm in one
year. The factor ;3 difference in values of tdust es-
timated in Eqs. ~13! and ~14! is a measure of the
uncertainty in our knowledge of tdust.

Fig. 5. Size distribution for dust at the South Pole. Mosley-
Thompson47 used filters of various sizes to obtain the size distri-
bution of insoluble dust for diameters .0.7 mm in a core down to
349 m; Gayley and Ram48 used scanning electron microscopy to
measure diameters #2 mm of insoluble dust in the same core.
Parungo et al.49 collected aerosols in the air 20 m above the Clean
Air Facility at the South Pole; their data include marine salt par-
ticles and acid droplets as well as insoluble grains. The log nor-
mal curve is dashed at values ,2 mm to indicate uncertainty in the
assumption that aerosols transfer into ice with efficiency indepen-
dent of diameter.
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B. Marine Salt Grains

We recently discussed the possibility that, in South
Pole ice at a temperature as low as 250 °C, the grains
of various marine salts may remain solid indefinitely
and scatter light.7 The solid-state physics is poorly
understood, and experts are divided as to the extent
to which salt grains survive as scattering centers over
times .104 years. For simplicity we assume the
same grain size distribution and refractive index for
salt as for mineral grains and use fs as a parameter
representing the fraction of the salt that scatters,
leading to the expression

tsalt 5 ~0.3 to 1.1! 3 1023 3 fs

3 @csalt~rsaltyrice!y35 ngyg#. (15)

The factor 0.3 3 1023 applies if one uses the approach
in Subsection 7.A.1 and the factor 1.1 3 1023 applies
if one uses the approach in Subsection 7.A.2. The
second histogram in Fig. 3 shows the depth depen-
dence of the concentration of marine salt measured in
the Vostok core.41 We assume a wavelength depen-
dence similar to that of the insoluble mineral grains,
;l21 to l22. The dependence on depth ~and thus on
epoch! is much weaker than is the case for the insol-
uble grains. Thus, when considered together, the
salt 1 mineral grains show a weaker depth depen-
dence than would the mineral grains alone.

C. Liquid Acid in Veins at Three-Crystal Boundaries

The bottom histogram in Fig. 3 shows the depth de-
pendence of the concentration of mineral acids. The
acid concentration is seen to be roughly independent
of depth throughout the entire period from the
present day back to 150,000 yr ago. This lack of
dependence of concentration on depth can be used as
a signature of scattering by acids in South Pole ice.
These acids, which remain liquid at the lowest tem-
peratures of South Pole ice, are precipitated into the
ice mainly as hydrated submicrometer droplets.
Sulfuric acid dominates. Using a scanning electron
microscope equipped with a cryogenic stage and
energy-dispersive x-ray analysis, Wolff et al.52 stud-
ied the distribution of sulfur and chlorine in an ice
sample from the Antarctic Peninsula. They showed
that between 40 and 100% ~best estimate 90%! of the
liquid sulfuric acid had collected in three-crystal
boundaries called veins, whereas the chlorine showed
no concentration in veins. Other research, using
electrical conductivity as a diagnostic tool,53 provides
supporting evidence that acid-filled veins along
three-crystal boundaries are a common feature of gla-
cial ice. It is believed that, during compaction and
crystal growth, instead of acid migrating through
solid ice, two-crystal boundaries move, sweeping up
ions such as SO4

22, which then migrate within the
roughly planar boundaries until they reach veins.

To show that such veins are likely to contribute to
light scattering in South Pole ice, we construct a quan-
titative model of the process. Let cacid be the volume
concentration of acid ~primarily H2SO4! in the ice as a
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result of precipitation; let macidym be the ratio of re-
fractive indices of acid and ice; let av be the radius of a
vein; and let D be the average size of an ice crystal at
the depth of interest. If the acid were distributed
uniformly in two-crystal boundaries it would have a
thickness of only ;0.1 nm and light would be unaf-
fected by its presence. We thus let fa be the fraction of
acid that has collected into veins and will contribute to
scattering. The problem is to calculate the cross sec-
tion for scattering and the angular distribution of the
light scattered by a network of veins.

The size of a vein is determined by thermodynamic
considerations: The acid concentrates until it
reaches the melting point at the local temperature of
the ice.53 For T 5 245 °C, this corresponds to a
density of 0.366 gymL and a refractive index of macid
5 1.3725. In Vostok the average acid concentration
is ;220 ngyg, which leads to cacid 5 110 ngyg 3
~0.915y0.366! 5 2.75 3 1027 cm3ycm3 in South Pole
ice. As a first estimate of mean crystal size in South
Pole ice at a depth of 1500–2000 m, we take D ' 0.4
cm, the same as in Section 5. By geometry and con-
servation of acid we obtain a vein radius

av~mm! 5 0.68fa
1y2@D~cm!y0.4#@cacid~cm3ycm3!y2.75

3 1027#1y2. (16)

Recall that fa is the fraction of the acid that has
concentrated in veins.

Wait54 solved the problem of scattering of plane-
polarized light by an infinite circular cylinder at
oblique incidence. In view of the large uncertainties
in fa and D, we make two approximations that sim-
plify the analysis: We let the crystals and vein
structure be cubic in shape and let the light impinge
on the ice along one of the vein directions. Thus
light scatters from two thirds of the veins at normal
incidence and not at all from the other one third.
The total scattering coefficient tvein is then n1 s1,
where n1 5 the number density of crystals per unit
length of veins ' 2yD2, and s1 5 the cross section per
unit length 5 2avQ, where Q is a dimensionless ef-
fective cross section familiar in Mie theory. In terms
of the Mie dimensionless size parameter, r 5
2q~macidym 2 1!, where q 5 2pavyl, Q ~cylinder! is
plotted in Fig. 6, along with the calculated depen-
dence of Q ~sphere! on r. At small values of both q
and r, Q for unpolarized light is given by

Q~cyl! 5 p2q3@~macidym!2 2 1#2y16 1 p2q3@~macidym!2

2 1#2y$8@~macidym!2 1 1#%2. (17)

Note that this is the analog of the q4 dependence of Q
for spheres in the Rayleigh regime. When the in-
equality q ,, 1 is not satisfied, Q for a cylinder can be
expressed in terms of the Lommel–Weber function as
Q~r! 5 2 1 pV1~r!. Q goes to 0 as r goes to 0 and goes
to 2 at large r, after oscillating in much the same way
as does Q for a spherical scatterer. Figure 6 shows
the difference in wavelength dependence of the scat-
tering for cylinders and spheres. For macidym 5
1.04, typical of acid in veins, Q begins to deviate from



the l23 line at values of r as small as ;1022, as can
be seen in Fig. 6. For mdustym 5 1.15, typical of a
mineral in ice, Q begins to deviate from the l24 line
at values of r above ;0.1.

To find the turbidity that is due to acid in veins, we
use

tvein~cm21! 5 n1s1 5 4avQyD2. (18)

For D 5 0.4 cm and fa 5 1, we obtain av 5 0.68 3 1024

cm, and for l 5 436 nm, Q 5 0.4 and tvein 5 6.8 3
1024 cm21. For the above value of av, Q goes as
;l22. Note, however, that tvein and the wavelength
dependence are rather sensitive to D. D might be a
factor 2 or 3 larger than 0.4 cm, either because the
rate of crystal coarsening depends on temperature,
which is warmer at the South Pole than at Vostok, or
because of the dependence of the rate on the concen-
tration of soluble impurities such as Cl2, which re-
tard the motion of crystal boundaries. The
concentration of Cl2 is roughly half as large at the
South Pole as at Vostok and therefore contributes
less to retardation. To take an example, for D 5 1
cm, we would have av 5 1.7 mm, r 5 1.95, Q 5 2, and
tvein 5 1.4 3 1023 cm21, with tvein going as ;l21.

For veins with av ,, l, the angular distribution of
scattered light would have forward–backward sym-
metry as in Rayleigh scattering, but for veins with av
' l as in the present case, the distribution would be
strongly forward peaked.54

Acid-filled veins can make a sizable contribution to
scattering in deep ice where bubbles are absent and
the concentration of mineral dust is very small.
Turbidity that is independent of depth and propor-
tional to ;l21 to ;l22 would be attributable to scat-
tering from veins.

8. Discussion

The contributions to scattering in South Pole ice are
summarized in Table 1. One sees that at shallow
depths bubbles completely dominate and that at z .

Fig. 6. Effective scattering factor Q for a sphere with m 5 1.15
relative to ice and for a cylinder with m 5 1.04. Here m refers to the
ratio of refractive index of the scatterer relative to that of ice. At
small values of r, Q goes as l24 for a sphere and as l23 for a cylinder.
1500 m, acid would play an important role if fa ' 1, salt
would play an important role if fs ' 1, and insoluble
dust would play an important role if fa and fs were ,,1.
The relative roles of these major scattering centers
can, in principle, be sorted out by careful measure-
ments of the dependence of ls on wavelength and
depth. For example, if future observations at depths
$1500 m show a dependence on ;l21 to l22 and no
depth dependence, one would conclude that acids play
an important role, with fa ' 1; and if there are peaks
in scattering at depths corresponding to global low tem-
peratures ~predicted at 1700 and 2300 m!, one would
know that insoluble dust plays a more important role.

If future measurements of scattering, at depths
$1500 m, show neither a depth dependence nor a
wavelength dependence, it will present an interesting
challenge, as can be seen by examining the last two
columns in Table 1. None of the types of scattering
is large enough in magnitude and independent of
wavelength and depth to dominate over the expected
contributions of acid, salt, and mineral grains.

9. Conclusions

1. The pulsed laser method, applied by way of optical
fiber to deep ice, provides a highly successful method
of independently measuring absorption and scatter-
ing coefficients as a function of wavelength over the
interval 410 to 610 nm. As a diagnostic tool of ice
stratigraphy, it should be considered as a cost-
effective method for remotely mapping bubble densi-
ties and, at depths where bubbles do not dominate, of
dust concentrations in the Antarctic or Greenland ice
pack. With a vertical spacing between phototubes of
;10 m it may be possible to resolve vertical structure
in dust stratigraphy on a scale of a few tens of meters.

2. Most previous laboratory studies of absorption
spectra in ice and other solids were vulnerable to
scattering, which truncated the deep absorption min-
imum with a l24 contribution.

3. To further the understanding of the sources of
scattering in deep Antarctic ice, we suggest two types
of laboratory experiments: One should map defect
structures such as dislocations and stacking faults in
deep core samples with a cryogenic x-ray topographic
method. One should also use laser nephelometry to
study scattering in fresh core samples that show no
evidence of secondary bubbles ~i.e., those that are due
to a phase transition of air hydrates back to bubbles!.
By comparing scattering in both solid and melted
cores, one might be able to estimate the parameters fs
for salt grains and fa for liquid acids.

4. Assuming that the age versus depth scale for
South Pole ice is correct, the data in Fig. 4 suggest
that the concentrations of mineral dust at depths 800
to 900 m are typical of the Holocene period and are as
low as can be found at any depths. Only at depths
;2100 to ;2300 m do we expect to find such low dust
concentrations.

5. The rise in adust in the interval 900–1000 m
seems to correspond to the increase in dust concen-
tration associated with the approach to the Last Gla-
cial Maximum.
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10. Glossary of Symbols Used

a 5 radius of a precipitated
cluster of point defects

av 5 radius of a cylindrical
vein of acid

ci [ cym 5 velocity of light in ice
cij 5 elastic constants

cdust, csalt, cacid 5 volume concentration
of dust grains, salt
grains, and acid

cp, cv 5 specific heats at con-
stant pressure and vol-
ume

Ct 5 Cabannes depolariza-
tion factor

d 5 straight line distance
from light source to re-
ceiver

D 5 mean diameter of ice
crystal

fs, fa 5 fraction of salt not dis-
solved in ice, fraction of
acid precipitated in
veins

k 5 Boltzmann constant
Ldisl 5 total length of disloca-

tion line per unit vol-
ume

L0 5 distance along Cheren-
kov angle to the track
of the light-generating
muon

m, macid, mdust 5 refractive index of ice,
acid, and mineral dust

nbub, npt, nimp, ncl, n1 5 number density of bub-
bles, vacanciesyinter-
stitials, impurities,
clusters, ice crystals
per unit length of veins

ndisl 5 number of dislocation
lines threading a unit
area

pij 5 photoelastic constants
q 5 2payl 5 dimensionless param-

eter in scattering the-
ory

Q 5 dimensionless effective
cross section in Mie
theory

rbub 5 radius of a bubble
T 5 temperature
u 5 photon density

Va–h 5 mean volume concen-
tration of air-hydrate
crystals in ice at high
pressure

Vcl 5 mean volume of a clus-
ter of point defects

z 5 depth
a 5 1yla 5 absorption coefficient
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aint 5 intrinsic absorption co-
efficient of ice

bT, bS 5 isothermal compress-
ibility, adiabatic com-
pressibility

drms 5 rms scattering angle of
light from an air-
hydrate crystal

Du 5 optical anisotropy of
scattering molecules

ε 5 dielectric constant
z 5 number of beads per

unit length of deco-
rated dislocation

h 5 number of impurity at-
omsybead on a deco-
rated dislocation

k 5 diffusion coefficient
l 5 wavelength

ls, la, le 5 scattering length, ab-
sorption length, and ef-
fective scattering
length

ncl 5 mean number of atoms
per cluster

r 5 dimensionless size pa-
rameter in Mie theory

rice, rdust, rsalt 5 density of ice, dust,
salt

s 5 volume expansion coef-
ficient

sbub, s1 5 scattering cross section
for a bubble, scattering
cross section per unit
length for an acid vein

sdust 5 absorption cross sec-
tion for a dust grain

sd, sd 5 standard deviation of
scattering angle, of lat-
eral displacement

t 5 1yls 5 turbidity
t1 5 turbidity due to ther-

mal scattering in an
amorphous medium

t2 5 turbidity due to ther-
mal scattering in a
crystal

tbub, tpt, tdisl, tedge, tdecor,
tdust, tsalt, tvein 5 turbidity due to air

bubbles, point defects,
dislocations, edge dis-
locations, decorated
dislocations, insoluble
dust in ice, undissolved
salt in ice, acid veins in
ice

tR, tB 5 turbidity due to Ray-
leigh scattering, Bril-
louin scattering

u 5 scattering angle
uC 5 Cherenkov angle
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